
LOW STABILITY

60 65

ISQ

70

MEDIUM STABILITY HIGH STABILITY

ISQ has a non-linear correlation to micro mobility. 
Micro mobility decreases >50 % from 60 to 70 ISQ (ref. 7, 8)  

ISQ <60 ISQ 60-65 ISQ 65-70 ISQ >70

Indication Implant at risk -  
monitor ISQ

Full splint  
(immediate loading) Partial case Single case

Surgical protocol 2-stage 1- or 2-stage 1-stage

Restorative protocol Traditional loading Early loading Immediate loading

ref 1, 6 ref. 1, 5, 6 ref. 1, 3, 4 ref. 1, 2, 3, 9

Technical 
explanation

The ISQ scale
How to Interpret the ISQ Values

The above is a summary of scientific data and not an official recommendation by Osstell.  
To monitor osseointegration, measure at placement and before final restoration.

For references, please see the backside. 
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